a. Abundancia MtAp stage, MOC-18- 0901

ESM Figure 3 EPMA X-ray maps of actinolite from samples in the Abundancia and San Juan deposits. a Sample
MOC-18-09C1. b Sample MOC-18-09C2. ¢ Sample MOC-18-09C3_1. d Sample MOC-18-09C3 2. e Sample MOC-18-05



