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Quantitative analysis report

General information

Analysis date
Analyst
Sample name

Measured data name

Multiple Profile

2023-08-04 15:24:46
Administrator
CONTROL GRADE 50

Measurement start time 2023-08-04 13:17:00
Operator Administrator

Comment
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Plot of results
COMNTROL GRADE 5020230804 130032 _G05_S05 MOS

I quartz HP : 21(4)%
I Sanidine : 16.0(15)%
I Albite : 18(3)%

I Orthoclase : 19(3)%
I Muscovite : 11(2)%
I Osumilite : 15(3)%

Table of results
Dataset / Weight Fraction,...  Value, Unit quartz HP Sanidine Albite Orthoclase Muscovite Osumilite
CONTROL GRADE 50 2023... 0 21(4) 16.0(15) 18(3) 193) 11(2) 15(3)
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