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Supplementary Movie 1 

Description: HCl vapor detection of MOF-808-EDTA-Cu. A 3 cm glass dish containing 0.010 g of 

MOF-808-EDTA-Cu was placed inside a 5 cm glass dish with 2 mL of concentrated HCl solution, 

ensuring no direct contact between the MOF-808-EDTA-Cu and the acid solution. The 5 cm dish 

was covered with a 7 cm glass dish to detect vaporized acid. The numbers at the bottom of the video 

indicate the reaction time. 

 

 
 
 


