
Description of Additional Supplementary Files 

 

File name: Supplementary Video 1  

File Description: Time-resolved radiographs captured the solidification behavior of AA6061 

during laser additive manufacturing under a rectangular pulse shape. 

 

File name: Supplementary Video 2  

File Description: Time-resolved radiographs captured the solidification behavior of AA6061 

during laser additive manufacturing under a 10 ms ramped-down pulse shape. 

 


