Ni concentration (ppm) Mg concentration (ppm)

Fe concentration (ppm)

Si concentration (ppm)

16.00
14.00
12.00
10.00
8.00
6.00
4.00
2.00
0.00

0.12
0.10
0.08
0.06
0.04
0.02
0.00

1.80
1.60
1.40
1.20
1.00
0.80
0.60
0.40
0.20
0.00

80.00
70.00
60.00
50.00
40.00
30.00
20.00
10.00

0.00
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Temperature ("C)

= Mg buffer 1 month
m Mg buffer 2 months
m Mg water 1 month
@ Mg water 2 months

0 controls

70

B Ni buffer 1 month

B Ni buffer 2 months
® Ni water 1 month

@ Ni water 2 months
o controls

70

Fe buffer 1 month
Fe buffer 2 months
Fe water 1 month
Fe water 2 months

O B B B ©®m

controls

70

B Si buffer 1 month
B Si buffer 2 months
B Si water 1 month
o Si water 2 months
O controls

70



