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Fig. 7 Nanoparticle mean diameter in relation to the time elapsed from the day of preparation, for water containing 
(a) 0.01 wt% SWCNHs + 0.01 wt% SDS: (●) static, (○) shaken; 

0.01 wt% SWCNHs + 0.03 wt% SDS: (▲) static, () shaken; 
(b) 0.1 wt% SWCNHs + 0.1 wt% SDS: (●) static, (○) shaken; 
(c) 1 wt% SWCNHs + 1 wt% SDS: (●) static, (○) shaken. 


