
a b

c dc

e f

 

Fig. 7 Raman spectroscopy and surface enhanced Raman spectroscopy of 5-fluorouracil solution 

with different concentration, b) 1×10-2, c) 1×10-3, d) 1×10-4, e) 1×10-5, f) 1×10-6. In (b, c, d, e, f) 

solid curve is the Raman spectroscopy of 5-fluorouracil solution on silver nanoparticles film, and 

dash curve is the Raman spectroscopy of 5-fluorouracil solution on silica substrate. 


