
 

 

Figure 3 

 

0

10

20

30

40

50

60

70

80

90

100

0 1 2 3 4 5

B
io

d
ie

se
l Y

ie
ld

 (
%

)

Catalyst Amount (wt. %)

NaOH/Al2O3

MgO

CaO

SrO

CaMgO

CaZnO

NaOH/Al2O3

MgO

CaO

SrO

CaMgO

CaZnO

 --------P
alm

O
il------- 

 -----Jatro
ph

a
O

il----- 


