Convertibility (%)

90 -

80 -

70 -

60 -

50

R? = 0.90

VS 4

1.0

15 2.0 2.5

Acid detergent lignin (%)

3.0

Convertibility (%)

90 -

80 -

70

60 |

50

R?=0.83
A
2
¢ oo 2
T T |
8.0 10.0 12.0

Lignin (%)

14.0



	Slide Number 1

