0.9

0.8

0.7

0.6

Absorbance
o
w

S
IS

0.3

0.2

0.1

-

0 500 1000 1500 2000 2500 3000 3500 4000 4500
Wavenumber, cm?

ATR-FTIR spectrum of poly (vinyl chloride)



