
 6 

 

Relative pressure, P/Po

0.0 0.1 0.2 0.3 0.4 0.5 0.6 0.7 0.8 0.9 1.0

vo
lu

m
e 

[c
c/

g]

0

50

100

150

200

250

300
Adsorption (MWCNTs decorated with CoFe2O4)

Desorption (MWCNTs decorated with CoFe2O4)
Adsorption (MWCNTs decorated with Co0.5Ni0.5Fe2O4)

Desorption (MWCNTs decorated with Co0.5Ni0.5Fe2O4)

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

 

 

 

Fig. 4  

 
 
 
 
 
 
 
 
 


