140

120

—
[+1] 2] [=]
[=] o o

Knoop Hardness

20

Model Predictions
Mean output

Monte Carlo +/- 20

100

Experimental
data and 20
error bars
Extruded A6082
aged at 185°C
200 300 400 500 600 700

Aging Time, min

800





