
 

 

 

 

 
  

Fig.6 Three dimensional AFM image of triangular gold nanoparticle formed by reduction of gold ions by extract of 

Sacchromonospora sp. The inset shows the vertical stacking defaults of the triangles which is clearly visible in the 

3D image. The vertical heights were ranges from 40 nm to about 700 nm.  

 

   

 

 

 

 


