
Figure 2. SEM images of residual filling material in the coronal, middle, and apical thirds of the root canal after 

activation of irrigation solutions.   

   

   

   

    

    

Representative images of the experimental groups. 1: Conventional needle irrigation; 2: EndoActivator; 

3: EDDY; 4: Passive ultrasonic irrigation; 5: XP-Endo Finisher R. A: Coronal third; B: Middle third; C: 

Apical third. 
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