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MWCNT-A Length (um)
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] MWCNT-A in air (mean length: 5.46 + 3.15 um)
M MWCNT-A in vehicle (mean length: 6.39 + 3.07 um)
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MWCNT-B Length of Agglomerate (um)

[J MWCNT-B in air (mean length: 5.11 + 3.7 um)

M MWCNT-B in vehicle (measn length: 1.04 £ 0.71 pum)

MWCNT-A Diameter (nm)
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[] MWCNT-A in air (mean diameter: 163 + 63 nm)
M MWCNT-A in vehicle (mean diameter: 150 £ 43)

MWCNT-B Diameter of Single Fibers (nm)
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[] MWCNT-B in air (mean diameter: 19.1+ 5.2 nm)
M MWCNT-B in vehicle (mean diameter: 7.37 + 2.67 nm)



