
 
 

 

 
 

 

 
 
 
 

Fig. S1. Semi-quantitative analysis of FAK and AKT signaling pathway protein expression 
in MSCs cultured on the mesh-like scaffold with AKT inhibitor. ∗∗∗p<0.001 

Fig. S2. (a-g) Immunohistochemistry staining of CD206 for M2 macrophages analysis; (h) 
Quantification of CD206 positive cells by immunohistochemistry staining. Scale bars are 20 
µm in (a–g). PCL/MAT+BMSCs, PCL/M+BMSCs, PCL/R+BMSCs, Chitosan, PCL/MAT, 
Gauze, Blank, respectively. ∗∗p<0.01, ∗∗∗p<0.001 


