
	
  
	
  

Table	
  B:	
  Summary	
  of	
  pXRF	
  results	
  
	
  

	
  
The	
  Blue	
  Room	
  with	
  locations	
  of	
  pXRF	
  sample	
  sites.	
  

	
  

No.	
   Area	
  of	
  Analysis	
   Color	
   Elements	
  detected	
  
1	
  

blue	
  background	
   Blue	
   Zn,	
  Pb,	
  Hg,	
  Sr,	
  Ba,	
  Cr	
  

2	
   dark	
  blue	
  border	
   Blue	
   Zn,	
  Pb,	
  Fe,	
  Ba,	
  Cr,	
  Co,	
  Cu	
  

3	
   green	
  in	
  picture	
  over	
  bed	
   Green	
   Zn,	
  Pb,	
  Cr,	
  Ba,	
  Fe,	
  Cu,	
  Hg,	
  Sr	
  

4	
   yellow	
  in	
  hair	
  (Toulouse-­‐Latrec	
  poster)	
   Yellow	
   Zn,	
  Pb,	
  Fe,	
  Ba,	
  Cr,	
  Hg	
  

5	
  
blue	
  interior	
  of	
  dancer	
  (Toulous-­‐Latrec	
  poster)	
   Blue	
   Zn,	
  Pb,	
  Cu,	
  Fe,	
  Ba,	
  Sr,	
  Hg,	
  trace	
  Co	
  

6	
   pink	
  of	
  skirt	
  (Toulouse-­‐Latrec	
  poster)	
   Pink	
   Zn,	
  Pb,	
  Hg,	
  Cu,	
  Fe,	
  Ba,	
  Cr,	
  Sr,	
  trace	
  Co	
  

7	
   blue	
  of	
  landscape	
  painting	
   Blue	
   Zn,	
  Pb,	
  Hg,	
  Fe,	
  Ba,	
  Sr,	
  Co,	
  trace	
  Cu	
  

8	
   yellow	
  of	
  landscape	
  painting	
   Yellow	
   Zn,	
  Pb,	
  Cd,	
  Hg,	
  Ba,	
  Fe,	
  Cr	
  

9	
   yellow	
  visible	
  under	
  blue	
  on	
  wall	
  above	
  bed	
  	
   Whitish	
   Zn,	
  Pb,	
  Hg,	
  Ba,	
  Cr,	
  Sr	
  

10	
  
raised	
  area	
  under	
  blue	
  on	
  wall	
  (beneath	
  paintings)	
   Blue	
   Zn,	
  Pb,	
  Ba,	
  Sr	
  

11	
   red	
  under	
  white	
  bedcovers	
   Reddish	
   Zn,	
  Pb,	
  Hg,	
  Ba,	
  Sr,	
  Cd	
  

12	
   area	
  of	
  rings	
  in	
  buried	
  portrait	
   Blueish?	
  	
   Zn,	
  Pb,	
  Ba,	
  Sr,	
  Fe	
  

13	
   top	
  right	
  above	
  window	
   Dark	
  blue/grey	
   Zn,	
  Pb,	
  Hg,	
  Ba,	
  Cr	
  

14	
   white	
  window	
  at	
  left	
   White	
   Zn,	
  Ba,	
  Sr,	
  Co,	
  Pb	
  

15	
   dark	
  yellow	
  in	
  hair	
  of	
  model	
   Yellow	
   Zn,	
  Pb,	
  Cd,	
  Ba,	
  Hg,	
  Cr	
  

16	
   bright	
  yellow	
  hair	
  of	
  model	
   Yellow	
   Zn,	
  Pb,	
  Hg,	
  Sr,	
  Ba,	
  Cr,	
  Cd	
  

17	
   blue	
  over	
  yellow	
  background	
  upper	
  left	
   Blueish?	
  	
   Zn,	
  Pb,	
  Hg,	
  Sr,	
  Ba,	
  Cr,	
  Cd	
  

18	
   red	
  stripe	
  on	
  furniture	
   Red	
   Zn,	
  Hg,	
  Pb,	
  Cd,	
  Ba,	
  Cr,	
  Fe,	
  Sr	
  

19	
   flesh	
  tone	
   Pinkish	
   Zn,	
  Pb,	
  Sr,	
  Hg,	
  Ba	
  

20	
   green	
  flesh	
  on	
  model's	
  leg	
   Greenish	
   Zn,	
  Pb,	
  As,	
  Cu,	
  Ba,	
  Cr,	
  Hg,	
  Sr,	
  Cd	
  

21	
   green	
  flesh	
  again	
   Greenish	
   Zn,	
  Pb,	
  As,	
  Cu,	
  Sr,	
  Cd,	
  Ba,	
  Cr,	
  Fe	
  

22	
   green	
  on	
  sofa	
  below	
  window	
   Green	
   Zn,	
  Pb,	
  As,	
  Cu,	
  Ba,	
  Cr,	
  Fe,	
  Hg,	
  Sr,	
  Cd	
  

23	
   above	
  signature	
   Blue/grey	
   Zn,	
  Hg,	
  Pb,	
  Ba,	
  Sr	
  

24	
   blue	
  of	
  tub	
   Blue	
   Zn,	
  Pb,	
  Ba,	
  Cr,	
  Fe,	
  Hg,	
  Sr,	
  Cd	
  

25	
   brown	
  table	
   Brown	
   Zn,	
  Hg,	
  Pb,	
  Sr,	
  Cd,	
  Fe,	
  Ba	
  

	
  


