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As shown in Fig. S1, the stress loss for the three samples reaches —3.46%, —3.01%, and
—3.91%, respectively, indicative of stable fatigue resistance.
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Fig. S1 Dynamic fatigue tests for the three TSPEUU samples synthesized in


https://doi.org/10.1631/bdm.2500046

